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Basis Weight/EE 1SO 536

Characteristic— InH Unit-B4{7 Qual ity Specification— F{ARIEHR

Thickness/[BE nm IS0 534

Bendtsen Roughness/ZN437R%
TEAEE

CIE Whiteness/CIEEE % 1SO 11475

ml/min IS0 8791-2

SO Brightness/|SO=E % SO0 2470

D65 Brightness/D65=F % Reference

Opacity/AiERRE % 1502471

Moisture/ZIKE % 150287




